WASHINGTON STATE DEPARTMENT OF TRANSPORTATION -~ MATERIALS LABORATORY
PO BOX 47365 OLYMPIA, WA. 98504-7365/1655 SO. 2ND AVE TUMWATER, WA. 98512

Physical Testing Section Work Order No. 007594

Curing Compound Test Report Lab ID No. 00001061F3

WSDOT Test Method 814 Lab Number AC-05143
Trans. No. 1061F3

Date Sampled: . 01/26/2010 Bid Item No: 312.03

Sampled By: J. EARL Org. No. 434305

Date Recvd. HQ: 01/26/2010 F.A. No.

S.R. No.: 16

Section: I-5/WESTBOUND NALLEY VALLEY

Contractor:

Material: CURING COMPOUND

Accpt . Samp.No. : ' Brand: W.R. MEADOWS - SEALTIGHT 1300.

Sample Loc.: FIELD

Lot No.: 9BKO003 Type: I Base: WAX

Test Description Test Results Specifications

Reflectance Min.

Moisture Loss (gm) 0.01 2.50 Max.

Distribution: Results: MEETS SPECIFICATIONS
Remarks:

Materials File X

Regional Construction 4

Project Engineer:

JON DEFFENBACHER X(2)
THOMAS E. BAKER, P.E,.
MATERIALS ENGINEER

T45P- TA5T-1.0 Michael Polodna, P.E. By: ADM
T45R~ T45U- Date: 01/29/2010
T455- T45V- Phone: (360)709-544

curecmpd.dfr 3./03



